Standardized Test methods
1. ASTM C1738-11a Standard Practice for High-Shear Mixing of Hydraulic Cement Pastes
2. ASTM C1749 - 12 Standard Guide for Measurement of the Rheological Properties of Hydraulic Cementious Paste Using a Rotational Rheometer
[bookmark: _GoBack]

